Chat luong cao 6mm dong phao thay tinh Trung Quéc nha san xuat

Vé kinh nhuém mau néi
Thay tinh mau lo la san xuat bang cach thém céc oxit kim loai trong san xuat thady tinh ré rang néi. Thay

tinh mau hap thu va tai blc xa nang lugng mat troi giam nhiét, cung cap cac chi phi ki€m soat hiéu qua khi
hau. N6 cling lam giam d6 chéi clia mat troi va hap dan vé mat thdm My.

6mm dong phao thiy tinh dac trung

 Low UV truyén ty & 11.83% va tét du d€ che nang hiéu qua 0,66.

* Bao vé d6 ndi that va do ndi that tir mo dan.

+ Giam thi€u nang lugng mat trgi 16a va truyén dan nhiét.

+ Cung cap d6 khac nhau ki€ém soat nang lugng mat troi va tiét kiém nang luong.

+ C6 thé cat, ubn cong, tempered, nhiét dé tang cudng va nhiéu |6p.

6mm doéng phao thuy tinh c6 kich thuéc

2140x3300mm, 2250x3300mm, 2140x1650mm, 2440x1650mm, 2140x3660mm, 2440x3300mm, vv, bat
ky tly chinh kich thudc c6 thé dugc san xuat.

ung dung kinh 6mm déng phao
* S&r dung bén ngoai clra s6, clra, ban cong, curtain wall, vv.
« Man hinh thay tinh trang tri ndi that, phan vung, Lan can, vv.

* D6 ndi that nhu bang tops, tu, ké, vv.



Tinted Fleat Glass Perfermance Data

- . - zmEang
- i Ln/ Ligre Dect Snlgnt | Direct Swnlight | TetlSolr };-,E’, P
) Szfecun® | Terembmoce: | Trememmmoce | Sstecmnce: | TrEusmimEnce o ==
Smm 51.84% Bdd% 14.52% S1.75% 6.6 2% 1.7 a4 S840 3272
Eum Bronze
gmm 47 15% ET3% 11.83% 4657% 7% 5883% 1Es as3 5606 3243
Smm 51.66% 636% 0.2 42.15% 5.45% GBS T LG58 d5e SEZ3 5272
&mm 43 4% 606 16.4T% 4298% B 15% S6.11% .63 d54 5562 5243
Smm 47.90% 67T 190875 46 95% B.75% 8% .66 NEES 3606 3272
amm 41.9%% E59% 16.54% 41.37% 5.553% 5482% 162 183 5369 5243
Smm 7107k Trak 26.60% 5399% 6.94% 6407 % 172 65 5272 5843
Ligt Slue
Emm TET% 24.13% S067% 6.95% B1561% 062 ez 3243 5805
Smm TLET%: 03% 4 3% 4875% EB.67% B026% 163 Q619 5272 3843
FaEmeEn
&mm T1L.¥E% TEER 0% 4372% B.35% S660% 05d L58e 5243 5805
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