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Trung Quéc SGP tempered kinh nhiéu 16p nh

Gidi thiéu tom tat

Ngay nay, SGP nhiéu I6p kinh la thém va cang phé bién gitra cac kién tric su, nha thiét ké va cac nha thau,
vi clia n6 dugc thém vao stic manh, do ré nét, do bén cao, ché tao va lap dat dé dang. SGP Kinh nhiéu 16p
la hai hodc nhiéu tdm kinh thay tinh luyén lién két v6i nhau boi mot mot hoac nhiéu SentryGlas®
interlayers (tUr Dupont) d€ san xuat moét mong muén két qua.

Loi thé

 Cao suttc manh: kinh nhiéu I6p véi SGP can la nam lan manh mé hon va cing lén dén 100 1an so véi binh
thuong ép vat liéu nhu PVB da.

¢ Cao an toan: Kinh dan SGP tempered gilt lai nhan vat cia minh va duy tri mét rao can con du, ngay ca
sau khi thay tinh bi héng, né dang diing, khong roi xuéng.

 Tuyét voi thoi tiét khang chién: SGP ciing kinh nhiéu I6p cé thé 1a chéng lai thoi tiét khac nghiét nhu
bao, bao va loc xoay.

* N6i ré rang: Chi muc mau vang la nhé hon 1,5, thdm chi sau nhiéu ndm cua dich vu, SentryGlas® can
c6 thé cung cap cho cap trén, kéo dai Lam dep cho kinh nhiéu I6p, dé la mot sy lua chon Iy tudng cho thay
tinh thap sat dam.

* Tao cam giac tham My: XEM |a mdng hon va nhe hon so véi PVB, va SGP kinh nhiéu I6p khéng can
phai dugc déng khung, do dé, né rat dé dang dugc cai dat va lam cho cac kién tric hap dan hon.

Pac diém ky thuat
Kich thudc: Max 3000 * 5000mm, Mini 300 * 300mm, bat ky tly chinh kich thudc c6 thé dugc san xuat.

Do day: thay tinh chat nay cé thé la 5mm, 6mm, 8mm, 10mm, 12mm, 15mm, vv, d6 day SO 0,89 mm,
1.52 mm, 2,28 mm, vv.

Loai thay tinh: Thay tinh khdng mau néi, sat thap cuc ky ré rang phao thdy tinh, thly tinh low-e, axit
khac tinh, Screen-Printed kinh, vv.

Ung dung

SGP nhiéu I6p kinh c6 thé gilip xay dung lam nhiéu hon véi it han, tao ra khéng gian séang tao méi, va cung
cap I16n hon bao vé cho xay dung ngudi cu ngu, dé€ nd co thé dugc st dung trong nhiéu (ng dung, nhu vay
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nhu la:

* B30 chong clra s6, clra ra vao va clra s6 tran nha

« Bom vu né chéng cho clra hang, ngan hang va nha tu

* T6i thi€u dugc ho trg va ludi ma rao, Lan can va budng lai

* Két cau thay tinh, vén san, cau thang, 16i di va cay cau bd hanh

Performance data
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i n‘ormancemﬂﬂ!"---—---______ ) SGP PVB Standard
Density {g!cmg} 0.95 1.07~1.08 ASTM D-792
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Coefficient of linear expansion ( “C ') . ;g:{;l ix;zﬁ%::} 4x10° ASTM D-696
Tensile strength (Mpa) 34.5 20 ASTM D-638
Tear strength (Tear energy) (MJim*) 50 10-15 ASTM D-638
CSS (Mpa) >20.7 Du Pont
Elongation (%) 400 275 (ASTM D-412) | ASTM D-638
HDT @ 66 PSI 43°C ASTM D-696
Haze <2% <2
YID % <25 10-15 (interlayer)
Refractive index 15 1.47~1.5
UV cutoff wavelength (nm) 310 380
UV screening ( %) 3C+0.38+3C 99.98 99 .98

Su khac biét giira kinh dan PVB, SGP kinh dan va tempered glass
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Laminated Glass with
PVB Interlayer
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Laminated Glass with Tempered Glass
SGP Interlayer

Kinh nhiéu Iép hdi thao






